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THE PERMEABILITIES OF AN ELASTOMER, A LOW-DENSITY EPOXY 

AND A LOW-DENSITY PHENOLIC-NYLON CHAR 

ABSTRACT 

The permeabilities of an elastomer, a low-density epoxy and a low- 

density phenolic-nylon ablation char were measured at room temperature 

for helium and nitrogen as separate permeating gases. The permeabilities 

were determined in terms of the viscous flow coefficient (reciprocal 

of Darcy's constant) and the inertial flow coefficient. The 

permeability of the char was evaluated as a function of temperature 

from room temperature to 810"~ (1000°F) and as a function of direction 

within the char. The results indicate that the flow resistance of 

the char decreases with increasing temperature. 

effects were observed, but the results were not strongly conclusive. 

Some directional 
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THE PERMEABILITIES OF AN ELASTOMER, A LOW-DENSITY 
EPOXY AND A LOW-DENSITY PHENOLIC-NYLON CHAR 

INTRODUCTION 

This is the final report  under Task Order  6 of Contract NAS 1-5448 f o r  
a project to determine the permeabilities of a n  elastomer,  a low-density 
epoxy and a low-density phenolic-nylon char.  
the low-density epoxy and the char  paral le l  to  the charr ing direction were 
measured at room temperature using both helium and nitrogen as the 
permeating gases. 
to the charring direction was measured from room temperature  to  1000°F 
using both helium and nitrogen as the permeating gases.  

Permeabi l i t ies  of the elastomer,  

The permeability of the phenolic-nylon char  perpendicular 

I .  ‘YL. 7 - m  ,.).I 3r I 
A’* . -~ 

SPECIMEN MATERIAL 

The mater ia ls  which were evaluated are discussed in  the following 
paragraphs.  

Elastomer 

This  mater ia l  w a s  a filled silicone resin.  It contained some phenolic 
microballoons and some quartz particles.  
7.6 cm in diameter  by 0.951 cm thick. 

It w a s  received as a disc  about 

Low-Density Epoxy 

This materia! cmsis ted  of a fiber hoileyzoillb fi i ied with a iow-density 
epoxy. A picture of 
this mater ia l  is shown in Figure 1. The mater ia l  was supplied as a disc  
about 7.6 cm in diameter by 2 .9  cm thick. On one surface of the disc  the 
epoxy had not completely filled the honeycomb and voids w e r e  left between 
the honeycomb s t ruc ture  and the epoxy. Specimens were removed from the 
opposite s ide as designated by the NASA Langley Research Center. 

The epoxy w a s  blown into the honeycomb structure .  

Phenolic-Nylon Char 

This  mater ia l  w a s  supplied by the NASA Langley Research Center in 
the f o r m  of char red  discs .  Three  discs were received which w e r e  about 7.6 
cm in diameter  by 2.9 cm thick. 
paral le l  to the charring direction and seemed to be s t r ia ted worse than other 
discs  char red  by the NASA Langley Research Center. 
s t r ia t ing w a s  a resul t  of charring to such a la rge  depth, 2.9 cm. P r i o r  chars  
w e r e  limited to a thiclmess of about 1 . 2 7  cm. 

They contained numerous s t r ia t ions (cracks)  

Undoubtedly, this severe  
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The bulk densities of two specimens w e r e  measured. These specimens 

The weight and dimensions of the specimens w e r e  
w e r e  impregnated with polyalphamethylstyrene, machined to a cylindrical 
shape and then baked out. 
measured and the bulk density w a s  calculated. 
g / c c  and 0.21 g/cc. 

The values obtained w e r e  0.19 

I 

I APPARATUS AND PROCEDURE 

Two apparatuses  w e r e  employed in  making the measurements.  The 
major difference i n  these apparatuses was in  the manner in  which the p r e s s u r e  

i l i  "(e.. " TxsY-w.w"T2m" ' 0 * -2% e--' , -p. rZ-. 

Room Temperature  Apparatus 

This apparatus is shown schematically in  Figure 2. It consisted of 
a copper housing and a copper specimen holder. 
seal between the housing and the specimen holder. Gas  was supplied to the 
specimen from a commercial  gas cylinder. 
a t  the inlet and exit points to the housing. Flow r a t e s  were measured with 
either a bubble type flowmeter, a variable area flowmeter o r  a wet tes t  
meter ,  
the magnitude of the flow. 

An O-ring was used as a 

Static p re s su res  w e r e  measured 

the type of instrument used to measure  the flow ra t e  depending upon 

The specimen, which w a s  2.54 cm in  d iameter  by 1.77 cm thick, w a s  
mounted in the housing as shown in Figure 2. 
a shoulder approximately 0.34C cili wid2 arid 0.040 ci?i deep. 
side the specimen holder was bored out to a diameter  of 3.81 cm and the annulus 
between the specimen and the holder was filled with silicone rubber  (Dow Corning 
RTV-731 Silastic). 
sealant i n  p r io r  permeability measurements. 

The specimen was mounted on 
Sn the upstream 

This silicone rubber had been employed successfully as a 

High Tempera ture  Apparatus 

This apparatus is shown schematically in  Figure 3. A detail  cutaway 
view of the housing and specimen holder is shown in Figure 4. The apparatus 
as shown in these figures w a s  designed f o r  operation to 1000°F (538OC). Gas  
was supplied to the apparatus from a commerical  gas  cylinder. 
flow ra t e  w a s  measured with a variable area flowmeter. 
the flowmeter w a s  read  with a mercury  filled U-tube manometer. 

The volumetric 
The inlet p re s su re  to 

This p re s su re  
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measurement w a s  used to co r rec t  the indicated flowmeter reading to the 
volumetric flow ra te  at standard pressure.  
the specimen housing the gas passed through a preheater  section. 
consisted of thin-walled s ta inless  s teel  tubing which was resist ively heated 
using low-voltage, and high current. 
step-down t ransformer ,  the input of which was  regulated by a 220 v Powerstat. 
The gas then passed through the specimen and was exhausted to the atmosphere.  

Between the flowmeter and 
This 

Power w a s  supplied from a 25kW 

The p res su res  upstream and downstream of the specimen where measured 
with total p re s su re  probes. These p r e s s u r e  monitors w e r e  connected to 
U-tube manometers such that the manometers read  the p re s su re  difference 

r e s s u  th 
D r P *% . w * .  

en and the 
*at ~ k W ? a l s *  1 --::a 

Temperatures  w e r e  measured with two chrome1 /.alumel thermocouples. 
One thermocouple w a s  mounted in  the s ta inless  steel specimen holder. 
other thermocouple was used to monitor the temperature  of the gas leaving 
the downstream side of the specimen. The exposed junction of the gas  
thermocouple w a s  placed s o  that the hot gas  leaving the specimen impinged 
directly upon it. 

The 

Knife edges were machined on the faces of the housing and specimen 
holder. A copper gasket w a s  used between these knife edges to provide a 
leaktight seal. 

The specimen w a s  mounted in a s ta inless  steel housing as shown in 
Figure 4. 
0.580 cm deep. 
3.81 cm. 
w e r e  2.54 cm in  diameter  by 1.27 cm thick. The specimens used fo r  the 
measurements  on the phenolic-nylon char  w e r e  1.59  cm in diameter  by 0.95 
cm thick. The holder w a s  originally designed to  accommodate a 2. 54 cm 
diameter  specimen. It w a s  modified to accommodate the cha r  specimens by 
welding a thin s ta in less  s tee l  disc  in the bottom of the housing. The d isc  
w a s  machined to accommodate the sma l l e r  specimen diameter.  The annulus 
between the specimen and the housing was filled with a sealing compound. A 
sil icone rubber (Dow Corning RTV-731 Silastic) w a s  used as the sealing 
compound f o r  the room temperature measurements  on the low-density epoxy. 
For the high temperature  runs on the phenolic-nylon char,  Sauereisen 31 
cement w a s  used as a sealant. Both of these sealing compounds had been 
used successfully on p r i o r  evaluations. A s ta inless  steel washer w a s  mounted 

The specimen rested in  a recess approximately 0.040 cm wide by 
Above tnis r e c e s s  the holder w a s  bored out to a diameter  of 

The specimens used  for  the measurements  on the low-density epoxy 
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on the exposed surface of the Sauereisen cement while i t  w a s  still wet. 
This washer reduced the exposed a rea  of the cement and served as a 
secondary seal. 

The procedure fo r  setting up the specimen using the Sauereisen cement 
9 was  as follows. 

the cement and then cured f o r  about four hours at 250°F (121°C). 
wet wash w a s  applied and the washer was placed on top. 
then cured for  about four hours at 700°F (371°C). This last  cure  a l so  served  
to break the polyalphamethyls tyrene impregnant in the phenolic-nylon cha r  
. spec ix=eaa.dmba mono;meE7andcallow itAo leaw tlae speairneras a gas. 
Once the impregnant is broken down into a monomer i t  cannot recondense on 
the specimen. 

The annulus was filled about ;r full with a fa i r ly  d ry  mix of 

The assembly was 
Next a 

Procedure 

Ambient Temperature  Runs - The procedure in making the runs a t  
ambient temperature was  as follows: When the wet test  me te r  was used, the 
system was purged for  about 30 minutes to remove residual gases  f rom the 
meter.  
difference ac ross  the specimen. 
to stabilize. Then the measurements w e r e  made. 

The p res su re  regulator was adjusted to give the desired p res su re  
Several minutes w e r e  allowed f o r  the system 

Elevated Temperature  Runs - The procedure in  making the runs a t  elevated 
temperatures  w a s  as follows: The housing w a s  brought up to  temperature  with 
no gas  flow through the apparatus.  After the housing temperature  had stabilized, 
the gas  flow w a s  turned on and the p re s su re  regulator w a s  set to give the des i red  
p res su re  drop ac ross  the specimen. The gas  preheater  w a s  then turned on and 
the input power w a s  increased until the gas  reached the same  temperature  as 
the housing. At least  two data points w e r e  taken a t  each p res su re  level to 
monitor that the two temperatures  were in equilibrium and to reduce the r i s k  
of obtaining spurious readings. 

Gene ral 

During the runs the following data w e r e  recorded: 

1. 
2. Differential p re s su re  ac ross  specimen 
3. Downstream gage pressure  

Atmospheric p re s su re  (obtained from U. S. Weather Station) 
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4. 

5. 
6. 
7. 
a. 

P r e s s u r e  at flow instrument (at inlet to wet test meter  o r  flowmeter; 
when flowmeter was  used on the downstream side of housing no 
readings were taken because of the smal l  p re s su re  drop through the 
flowmeter venting to atmosphere), 
Flowmeter readings 
Housing temperature (for elevated temperature measurements only) 
Gas temperature (for elevated temperature measurements only) 
Temperature  a t  wet test me te r  (when used) 

All flowmeter readings were converted to the volumetric flow ra te  at  
standard pressure.  All runs were made in  both nitrogen and helium. 

DATA CORRELATION 

Theory 
l *  

Greenberg and Weger concluded from a review of some of the l i terature  
on permeability that most of the data could be correlated with an  equation of 
the type: 

n - - D & p v +  p p v  
dx 

wke re 

d P  
-i- 

dx s pres su re  gradient in the direction of flow 

CY I viscous flow coefficient (reciprocal of Darcy's constant, k) 

V = instantaneous gas  velocity 

/3 I iner t ia l  flow coefficient 

p z instantaneous gas  density 

p = absolute viscosity 

*See References listed at end of report. 
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and where n is some number between 1 and 2. 

Carman' selected the value of n as 2 to account for  turbulent flow. 
Greenberg and Wege9 a lso  s ta te  that correlations of the data of Cornel1 
and Katz indicate that the value of n should be 2 to account for  iner t ia l  flow 
through consolidated media, 

In equation (1) the f i r s t  term on the right hand s ide represents  the 
resistance due to viscous flow. The second te rm on the right hand s ide 
represents  the resistance due to inertial flow. 
turbulence induced by the tortuous path the gas  must follow through the 
porous mater ia l  and a l so  by high velocities. Both of these phenomena 
depend upon the kinetic energy of the fluid pe r  unit volume, p V' . 
in developing equation (1) i t  was assumed that the expression for the iner t ia l  
resistance could be superimposed upon the expression for the viscous 
resistance. 

Inertial flow resul ts  f rom 

Thus 

Under steady s ta te  conditions the mass  velocity of gas ( for  one- 
dimensional flow) through a porous media must be constant. 
p V  G and n = 2, equation (1) becomes 

By letting 

d P  
= CYPG + BG2 

-p dx 

where G = mass  velocity 

Now, for an ideal gas 

PM 
p =  - 

RT 

where 

P 

M 

R 

T 

- absolute pressure  

= molecular weight of gas 

= universal gas constant 

= absolute temperature 
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Subetituting equation (3) into equation (2) and rearranging yields 

or 

P = (CY +-  B G )  P f dx 

0 

Integrating and rearranging equation (4) yields 

=.a + B (:) MP,AP 

LRTGG 

where 

P, = + (P, + pZ) = mean specimen p res su re  

A P  = (P, - Pz) = differential p re s su re  

L = thickness of specimen 

Since G is a constant one may write 

G =  QSTP PSTP 
A 

where 

Q s ~ p  = volumetric flow rate  a t  standard conditions 

P STP = 
A = 

gas density a t  standard conditions 

total c r o s s  section of porous media normal to flow 
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5 2 
Standard conditions are defined as 14. 7 psia (1.013 x 10 n / m  ) and 

70°F (294.3"K). 

Note that because of the way equation (6) is written G represents  the 
apparent'' m a s s  velocity since the total cross-sectional a rea ,  A, w a s  used. 'I 

Now, note from equation (5) that  a plot of M P m  AP/LRTpG versus  G / p  

Fur the r  
That 

For the data presented in this report  it 

should be l inear.  The slope of the curve wi l l  represent  the inertial  coefficient, 
p ,  and the intecept wi l l  be cy (the reciprocal of Darcy 's  constant, k). 
note that i f  /3 is equal to zero, equation (5) reduces to Darcy's Law. 
is, i f  MPmAP/LRTpG is constant for all values of G / p ,  the flow is purely 
viscous and Darcy 's  L a w  applies. 
was  found that the parameter  M P m A P / L R T p G  was  not constant and that the 
data could be correlated by using equation (5). 

In equation (5) cy is supposed to be a t rue constant and p may vary  with 
flow rate .  
variation may usually be neglected2. 
that cy may vary  with temperature while p remains constant. 
may vary  with temperature but can be considered constant for  a given tempera- 
ture. 

However, p generally does not vary rapidly with flow ra t e  and i t s  
Greenberg and Wegerl have shown 

Both cy and p 

Both coefficients are  functions of the s t ruc ture  of the porous material .  

Data Reduction 

The dependent and independent var iables  in equation (5) w e r e  calculated 
for each data point. 
Such a presentation is known as a Cornell and Katz plot. 
was drawn through the points thus plotted and the viscous and iner t ia l  
coefficients w e r e  obtained from the intercept and slope of the curve, respectively. 
Thus, for  each specimen evaluated one viscous and one iner t ia l  coefficient were 
calculated at a given temperature  level. 
range of the parameter  ( G / p )  to allow a good correlation and reduce the effects 
of spurious readings. 
be + 7 percent. 

Then a plot of MPmAP/LRTpG versus  G / p  w a s  made. 
A straight line 

Data were obtained over a sufficient 

The uncertainty in the reduced data w a s  estimated to 
- 

DATA AND RESULTS 

Elas  tom e r  

The elastomer w a s  impervious within the l imits  of our 
flow rates without modifications to the techniques employed. 
e las tomer  were mounted in  the room temperature apparatus 

ability to monitor 
Specimens of the 

using a silicone 
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rubber (Dow Corning RTV-731 Silastic) as a sealing compound. 
differential of 481 x 103 n /m2  (70 psi) w a s  imposed ac ross  the specimens. 
Under this differential p re s su re  there was no observable flow through the 
specimen when a bubble type flowmeter w a s  used and helium was the 
permeating gas. 
0.1 cm3/sec. 

A pressure  

The bubble flowmeter can measure  flow ra tes  as low as 

Three specimens were fractured a t  a differential p re s su re  of about 481 x 
lo3 n /m2  (70 psi). 
the sealing compound and the other w a s  mounted using epoxy as a sealing 
compound. In all cases  failure of the specimen occurred before any flow 
could be observed on the bubble type flowmeter. 

Two of these specimens were mounted using s i las t ic  as 

Pictures  of a failed specimen a r e  shown in Figure 5. 

Low-Density Epoxy 

A picture of this mater ia l  is shown in Figure 1. Four  specimens of 
this mater ia l  were evaluated a t  room temperature. Specimens 1, 2, and 
4 w e r e  run using s i las t ic  as a sealing compound. Specimen 3 was  evaluated 
using epoxy as a sealing compound. The epoxy proved to be a poor sealant. 
A visual inspection of the specimen mounted in epoxy showed that the epoxy 
had penetrated into the pores  of the specimen thus reducing the cross-sectional 
a rea .  F o r  this reason the data obtained for  Specimen 3 were not presented. 

The high temperature apparatus was used to make the measurements on 
The equipment w a s  modified from the arrangement shown 

The room temperature apparatus was used to make the measure-  

Specimens 1 and 2. 
in Figure 3 s o  that the flow ra te  was measured on the downstream s ide  of 
the housing. 
ments on Specimen 4. 

The data for  Specimen 1 a r e  presented in Table 1. The data covered a 
range of differential p re s su res  from 5 in. Hg to 30 in. Hg. 
is a plot of the mean flow ra te  through this specimen versus  the differential 
p ressure .  

Shown in Figure 6 

Darcy 's  Law for  viscous flow may be written 

kA 
Qm = A P  (7) 
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where 

Qm QSTP 'STP = mean flow ra te  through specimen 
P m  

and where 

= gas density at standard conditions of temperature and p res su re  'STP - flow rate through specimen at standard conditions of tempera-  
ture  and p res su re  QSTP 

Inspection of equation (7) reveals that for  purely viscous flow the mean 
flow ra t e  should be l inear  with pressure  and that the slope of the curve is 
proportional to k / p .  
temperature  are  1.98 x centipoise and 1.756 x centipoise, respectively. 
Thus, i f  the flow is purely viscous the nitrogen flow rate should be  approximately 
13 percent higher than the helium flow ra t e  since the viscosity of nitrogen is 
13 percent 1ower.and Darcy's constant should be the s a m e  f o r  both gases .  Note 
in  Figure 6 that the flow rate was nearly the same for  both gases  up to 15 in. Hg 
and that above this. differential p re s su re  the flow ra t e  of helium w a s  higher. 
There w a s  a slight trend toward pureIy viscous flow at the lower flow rates .  
This led to the conclusion that inertial effects could not be neglected. Thus, 
equation (5) which included iner t ia l  effects w a s  used to cor re la te  the data. It 
should be noted that equation (5) a lso applies to viscous flow. A Cornell and 
Katz plot of the data for  Specimen 1 is shown in Figure 7. The reduced data 
points all fell within about 6 percent of a straight line. 
intercept of the straight line is Darcy's constant, k. The value obtained fo r  
this parameter  was 2.13 x 10'8cm2. 
of the line. 

The viscosities of helium and nitrogen at ambient 

The reciprocal of the 

The inertial  coefficient, p ,  is the slope 
Its value w a s  2. 58 x l o 4  cm-l. 

The data fo r  Specimen 2 ace  presented in Table 2. These data covered 
a range of differential p re s su re  from 5 in. Hg to 30 in. Hg. A Cornell and 
Katz plot of the data is presented in  Figure 8. Darcy 's  constant, k, and the 
iner t ia l  coefficient reduced from Figure 8 w e r e  2.39 x 10-8cm2 and 2.05 x 
104 cm-l, respectively. 

The data for  Specimen 4 a r e  presented in Table 3. For this specimen 
data were  obtained over a range of differential p ressures  f r o m l e s s  than 1 in. 
H,O to  30 in. Hg. The flow rate through the specimen is plotted versus  the 
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differential p re s su re  in  Figure 9 for a range of differential p r e s s u r e s  f rom 
0.3 to 1 . 0  in. H,O. 
flow does not appear  to be purely vigcous (the flow of nitrogen w a s  not higher 
by an  amount proportional to the difference in  the viscosit ies of the two gases) .  

Note that even at these low differential p re s su res  the 

A Cornell and Katz plot of the data obtained on Specimen 4 is shown 
in Figure 10. 
8 ,  were determined to be 2.26 x 

From this plot Darcy's constant, k, and the iner t ia l  coefficient, 
cm2 and 2.55 x I O 4  cm", respectively. 

The values obtained for  Darcy's constant and the inertial  flow coefficient 
for  the three specimens are  summarized in the table below. 

Specimen 

Low-Density Epoxy Specimen 1 

Low-Density Epoxy Specimen 2 

Low-Density Epoxy Specimen 4 

Average 

Inertial  Flow 
Darcy' s Constant Coefficient 

k P 
(in 10-8cm2) (in 104cm-1) 

2.13 2. 58 

2.39 2.05 

2.26 2.55 

2.26 2.39 

There was a sca t t e r  of about 12 percent in  the values fo r  Darcy's 
constant and of about 22 percent in the values fo r  the inertial  flow coefficient. 
This s ca t t e r  probably reflects differences in the bond between the epoxy and 
the honeycomb and differences in the amount of honeycomb in the specimens. 
Some of the flow occurs  through the low-density epoxy filler, some through 
the fibrous honeycomb and some through any inters t ices  between the two. 
The "apparent" permeability of the composite depends upon the relative amounts 
of each constituent and the permeabilities of these constituents. 
each of the samples  did not contain the same percentage of honeycomb pe r  unit 
of area. Thus, a variation between specimens w a s  expected. The effects of 
each of the two constituents on the "apparent" permeability of the composite 
cannot be determined without separate measurements of the permeabili t ies of 
these constituents. 

Undoubtedly, 



-1 2- 

Low-Density Phenolic-Nvlon Char  

Parallel to the Charring Direction - The permeability of the char  in 
the direction parallel  to the charring direction was measured a t  room 
temperature.  Two specimens were evaluated. One specimen w a s  evaluated 
in the as-received condition and the other w a s  impregnated with polyalpha- 
methylstyrene s o  that a specimen could be machined. 

The unimpregnated specimen w a s  placed in  the housing of the high 
temperature apparatus and a silicone rubber w a s  used as a sealant. 
washers  w e r e  placed on the top and bottom of the specimen and bonded to the 
specimen with silicone rubber. The flow area fo r  this specimen was  defined 
as the area of the opening in the washer. 
area than this opening since a perfectly round specimen could not be machined 
f rom this gross ly  cracked mater ia l  without impregnating i t  beforehand. 

Steel 

The specimen actually had a larger 

The impregnated specimens were filled with polyalphamethylstyrene 
so  that a specimen could be machined to close tolerances. It should be noted 
that more  impregnant had to beused f o r  this mater ia l  than fo r  previous chars  
in  o r d e r  to hold the mater ia l  together during machining. 
specimen was partially mounted in  Sauereisen cement and then cured a t  250°F 
f o r  about four  hours.  A final wet wash of the same  cement was then applied in  
the annulus between the specimen and the housing and a s ta inless  s teel  washer 
was s e t  in  the wet cement. The assembly was then baked out a t  700°F for  
about four hours in  o rde r  to cure  the cement and remove the impregnant. 
Some surface spalling w a s  noted as a resul t  of bubbling of the impregnant 
hefnre  i t  reached a high enocgh temperatine tc! gasify. 

The machined 

Pic tures  of the chars  used for the measurements paral le l  to the charring 
direction are  shown in Figure 11. 
nated, whereas, Specimen 2 was impregnated. 
sample  of a phenolic-nylon cha r  on which p r io r  permeability measurements  
w e r e  made. 

Specimen 1 shown in the figure w a s  unimpreg- 
A l s o  shown in the figure is a 

3 

The data obtained for  the unimpregnated specimen (parallel  to the charring 
direction) a r e  presented in Tables 4 and 5 for  Runs 1 and 2, respectively. A 
f i r s t  run  w a s  made in nitrogen at the s a m e  time as the variable a r e a  flow-- 
m e t e r s  employed w e r e  being checked against a wet test  meter .  During these 
calibrations,  a f t e r  the permeability measurements  were made, the differential 
p r e s s u r e  a c r o s s  the specimen reached values as high as 10 in. Hg. 
a second run w a s  made on the same specimen. 

Subsequently, 
In the interim the specimen 
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remained mounted in the housing. 
This may have resulted from changes in  the specimen caused by the high 
differential p re s su res  during the flowmeter calibrations. 
plots of the data fo r  Runs 1 and 2 on Specimen 1 are presented in Figures  1 2  
and 13, respectively. 
and 0.38 x las cm-l f b r  the f i r s t  and second runs, respectively. 
constant changed only from 3.8 x 10" om2 to 3. 7 x 10'' om2 from one run to 
the next. 
as follows: This specimen w a s  sanded on one side in order  to obtain paral le l  
surfaces.  The residue from the sanding filled the surfaces  pores  and cracks  
of the specimen. 
run and may have caused the change in values. 

The data for  the two runs w e r e  different. 

Cornell and Katz 

The inertial  flow coefficients were 0. 57 x lo3 cm'l 
Darcy' s 

One other possible explanation of the difference in  values may be  

This residue w a s  blown out of the c racks  a f t e r  the f i r s t  

Some permeability measurements on phenolic-nylon cha r s  w e r e  
reported in Reference 3. Those data were obtained on unimpregnated cha r s  
(a picture of this mater ia l  is shown in Figure 11). Also, the char  depth f o r  
the p r io r  evaluations w a s  only about 0.64 cm. Using equation (5) the p r io r  
data were correlated and are plotted in  Figures  1 2  and 13 for  a comparison 
with the cur ren t  measurements.  Note that the inertial  flow coefficient, p ,  
ranged from 0.42 x lo3  cm-l to 0.52 -x 103 cm'l for  the two specimens used 
f o r  the measurements  in Reference 3. These values fell within the range of 
values obtained for  Runs 1 and 2 on Specimen 1. 
constant for  the pr ior  mater ia l  w a s  lower than the values obtained for  
Specimen 1. 
cracks  than the current  material; hence, one would expect less flow through i t  
and a lower value for  Darcy 's  constant. 

Fur ther  note that Darcy ' s  

Xote in Figure 11 that the p r io r  mater ia l  contained smal le r  

The data for Specimen 2, which w a s  impregnated, are presented in 
The Table 6. A Cornell and Katz plot of the data is shown in Figure 14. 

iner t ia l  flow coefficient for  this specimen w a s  0.33 x los  cm-l and Darcy 's  
constant w a s  4.0 x 10"cm2. The value for the inertial  flow coefficient w a s  
42 percent lower than that obtained for  the f i r s t  run on Specimen 1 (unimpregnated) 
and 13 percent lower than the value obtained for  the second run. 
about 5 percent difference in the values of Darcy 's  constant. 

There w a s  only 

The resul ts  indicate that the value fo r  Darcy 's  constant increases  with 

F o r  cha r s  of 0.64 cm and 2. 54 cm thickness, the values of 
increased cha r  depth. 
depth increases .  
Darcy ' s  constant w e r e  2.6 x 10"cm2 and 3.8 x 10-'cmz, respectively. 
iner t ia l  flow coefficient does not appear to be significantly affected by charr ing 
depth as the resu l t s  w e r e  mixed. 

More flow paths probably are opened as the char  

The 
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More evaluations are needed to resolve the question of the effects of 
impregnation on the permeability. 
that the impregnant opens up additional flow paths in the material .  However, 
i t  is extremely difficult to obtain an  unimpregnated specimen without introducing 
uncertainties in the measurements.  Hence, the resul ts  are confounded. 

From this limited amount of data i t  appears  

Thus, at this point one can only say  that the ranges of values of the 
coefficients for the thick char  (2. 54 cm) paral le l  to the charr ing direction are 
as follows: 

0 = 0.33 x io3  cm-l to 0.57 x io3 cm-1 

2 k = 3.7  x om2 to 4.0 x cm 

Perpendicular to the Charring Direction - Duplicate measurements  were 
made on the char  f rom room temperature to 1000°F perpendicular ' to  the 
charring direction. 
and w e r e  built up in the manner described for the impregnated specimen used 
for  the measurements  paral le l  to the charring direction. 
are shown in Figure 15. 

The specimens f o r  these evaluations w e r e  impregnated 

Pictures  of Specimen 3 

The data for  Specimens 1 and 3 are shown in Tables 7 and 8, respectively. 
The values of the Cornell and Katz parameter  are also given in the tables. The 
values used fer  the s r i s c~s i t i e s  of helium and nitrogen in the calculations a re  
shown in Figure 16. 
ments are  shown in Figures  17 and 18 for  Specimens 1 and 3, respectively. 
Similar  plots w e r e  made f rom the measurements at each temperature level 
above room temperature  in o rde r  to obtain the coefficients as functions of 
temperature.  
in F igure  19. 
temperature  to 4.1 x 
the two specimens w a s  excellent. 
f rom room temperature  to 1000°F. 
0.53 x lo3 cm" a t  room temperature to 0.43 x lo3 cm-' at 1000°F. 
dec rease  was from 0.53 x lo3 cm-' a t  room temperature to 0.48 x lo3  em-' 
a t  1000"F.for Specimen 3. The values for  the inertial  flow coefficient of the 
two specimens agreed within 11 percent, which is considered good agreement 
fo r  this  material .  

Cornell and Katz plots for the room temperature measure-  

The values obtained for the permeability coefficients are shown 
Darcy 's  constant increased from 2.7 x 10-6cm2 a t  room 

cm2 at  1000°F. Note that the agreement between 
The inertial  flow coefficient decreased 

Specimen 1 exhibited a decrease from 
The 
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An inspection of equation (2) wil l  reveal the significance of the changes 
in the coefficients. Note that if the coefficients CY and p decrease,  the flow 
corresponding to a given p res su re  drop increases ,  hence there  is less flow 
resistance.  
coefficient, CY, a decrease in flow resistance wil l  be manifested by an  increase 
in Darcy's constant. 
res is tance becomes less as the temperature is increased. The thermal  expansion 
of the mater ia l  as i t  is heated probably opens up the cracks,  thus decreasing the 
flow resistance.  The change did not seem to result  from additional cracking of 
the mater ia l  since room temperature data were obtained af te r  the exposures to 
1000°F and agreed well  with the initial values (see Figures  17 and 18). 

Since Darcy's constant, k, is the reciprocal of the viscous flow 

Thus the results of the measurement show that the flow 

Summary of Phenolic-Nylon Char Results - Darcy's constant w a s  lower 
in the direction perpendicular to the charring direction as its value w a s  only 
2 .7  x 10-6cm2 a t  room temperature  as compared to 3.7 x 

cm2 'parallel  to the charring direction. The inertial  flow coefficient, 
p ,  w a s  higher in the direction perpendicular to the charring direction based 
on the resu l t s  obtained for  simifarly prepared specimens (impregnated). At 
room temperature the value for  the perpendicular direction was 0.53 x lo3 
cm'l as compared to 0.33 x lo3 cm-l fo r  the parallel  direction. One would 
expect these resu l t s  since the flowpath is more tortuous in  the perpendicular 
direction and thus introduces more  inertial  resistance.  It should- be pointed 
out that these resu l t s  could have been changed had not judicious c a r e  been 
used to  select  perpendicular specimens from the least cracked areas of the 
char  blanks supplied. In some a r e a s  of the char  blanks there  w e r e  c racks  
which w e r e  at least 0.32 cm wide. Had a specimen been taken from these 
areas, its fiow resis tance woUid have been sma!!. 
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Flow 

Total Stainless s tee l  bolts 
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Stainless steel housing 

Total pressure probe 

Gas temperature thermocouple 

Figure 4. Details of specimen holder for high temperature permeability 
measurements 
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F igu re  5. P i c tu re s  of an elastomer spec imen which failed during 
a permeabi l i ty  evaluation 
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Figure 6. Mean flow ra te  versus  differential p re s su re  for low-density 
epoxy Specimen 1 
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Figure  9. Flow r a t e  versus  differential p re s su re  at  low differential 
p r e s s u r e s  for  low-density epoxy Specimen 4 at room temperature 
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Specimen 1, Front  Surface 
(Unimpregnated) 

Specimen 1, Rear  Surface 
(Unimpregnated) 

Specimen 2; Rear Surface 
(Impregnated) 

Char  Used for  Measurements 
Reported in  Reference 3 
Front  Surface 

Char  Used f o r  Measurements 
Report in Reference 3 
Rear  Surface 

F igu re  11. P ic tu re s  of phenolic-nylon cha r  used for  measurements  reported 
in Reference 3 and for  measurements  paral le l  to the charr ing 
direction 
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Figure 12. Cornell and Katz plot for  low-density phenolic-nylon char parallel to the charring direction 
at room temperature 
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Figure 13. Cornell and Katz plot for low-density phenolic-nylon char (unimpregnated) parallel to the 
charring direction at room temperature 



-30- 

1 .8  

1 .6  

1 .4  

1 .2  

1.0 

n 9 

5 
5 0.8  
c ... 

lg 0 .6  

0.4  

0.2 

0 

Nitrogen a s  permeating gas 

G I @  i n  cm-' 

Figure 14. Cornell and Katz plot for low-density phenolic-nylon char parallel to the charring direction 
at room temperature 
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Figure 17.  Cornell and Katz plot f o r  l o w  -density phenolic-nylon char perpendicular to the charring 
direction at room temperature 
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Figure 18. Cornel1 and Katz plot for low-density phenolic-nylon char perpendicular to the charring 
direction at room temperature 
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F igure  19. Permeabili ty coefficients as functions of temperature fo r  low- 
density phenolic-nylon char  perpendicular to the charring direction 
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